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Rectangular waveguides with two conventional and two
superconducting walls

RAJ YALAMANCHILIt, ZHENG AN QiU+t and
YEN-CHU WANGt

The propagation properties of TE”™ modes and their dispersion relations in
rectangular waveguides with two conventional and two superconducting walls,
derived by using the Meissner boundary conditions on the superconducting walls,
are presented. In addition to recovering some previously known results, some
novel results have been obtained: the cut-off wavelength of the dominant TE!°
mode is greater than that of the conventional TE,, mode, and the tangential
electric field and normal magnetic field for the dominant mode TE!? exist on the
superconducting surfaces. Expressions for electromagnetic components, surface
currents, attenuation coefficient, maximum transmitted power, dispersion and
wave impedance are also presented.

1. Introduction

Over several years there has been considerable progress in the development of
superconducting devices in the microwave and millimetre wave bands, for example,
low- and high-temperature superconducting microwave filters, resonators, antennas,
phase shifters, etc. Many superconducting electronic devices have been sought at
liquid nitrogen temperatures (Nisenoff 1988, Van Duzer and Tuner 1981). The
discovery of high-T, superconductors (HTS) has fundamentally changed the pro-
spects of superconductive electronics. The low surface resistance of superconducting
materials makes possible microwave devices and circuits with very high Q, low
insertion loss and dispersion. Superconducting waveguides have been studied as low
T. superconductors (< 18K) (Alaux and Wybouw 1976, Rohner 1978, Zepp et al..
1977, Fabre et al. 1981). Experimental and theoretical results have shown that HTS
waveguides and transmission lines exhibit significantly better performance than that
of their identical metallic counterparts (Wang er al. 1994, Yalamanchili er al. 1992).

The propagation properties of transverse electric (TE) modes in high-T,
(T.>30K) superconductor rectangular waveguides have recently been studied using
HTS electromagnetic theory and Meissner boundary conditions which are consistent
with the two-fluid model (Wang er al. 1994). The new boundary conditions give rise
to different field solutions, hence new waveguide characteristics. This paper describes
the propagation properties of TE modes in rectangular waveguides with two
conventional and two superconducting walls (WGCSW) based on the theory
established by Wang ez al. (1994). This kind of waveguide has different character-
istics from either HTS waveguides or conventional waveguides. The attenuation and
dispersion are smaller than that of conventional waveguides. The dominant mode in
the WGCSW is the TE'® mode, which is the same as conventional waveguides. An
interesting property is that the cut-off wavelength of the dominant mode is greater
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than that of conventional waveguides. Therefore, it is casier to excite the dominant
mode in the WGCSW. Since the WGCSW has two conventional broad walls and
two superconducting walls (two simply-connected superconductors), it is easier to
fabricate than a four-wall superconducting waveguide.

In section 2, the most important dispersion relation of WGCSW is derived along
the x-direction from the wave equation and the Meissner boundary conditions on
two walls (x=0, x=a). Expressions for electromagnetic field components and
surface currents, including the surface superconducting current J,, and the surface
normal current J,,, based on two-fluid theory are given. Various parameters of the
WGCSW are analysed and compared with conventional waveguides.

2. Theory
2.1. Wave equation and numerical solutions of cut-off wavelength

This section analyses a WGCSW with two narrow superconducting walls (x=0
and x=a) and two broad perfect or good conductor walls (y =0 and y=»5), as shown
in Fig. 1. A rigorous formulation based on Maxwell’s equations and Meissner
boundary conditions is used to obtain the new electromagnetic field properties in the
WGCSW, ‘

The governing wave equation (Helmholtz equation) and the Mcissner boundary
conditions for the longitudinal magnetic field H, of the TE mode in an air-filled
WGCSW are:

ViH,+kiH,=0 M
oH, 1
W—ZH,—O atx-O,x—a (za)
oH,
r =0 aty=0,y=b 2b)

where the operator V3 is the Laplacian operator in the transverse plane (i.c.’
xy-plane). Propagation in the z-direction is assumed. The parameters a and b are the

Figure 1. WGCSW with two narrow superconducting walls (x=0, x=a) and two broad
perfect or good conductor walls (y=0, y=b).
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width and height of the WGCSW, respectively; k. is the cut-off wavenumber; and A
is the London penetration depth, the value of whxch for HTS varies from 10™%m to
10~ 7 m (Burns 1992). Equation (2 a) is the Meissner boundary condition; (2 b) is the
boundary condition for the conventional wall. The important Meissner effect is that
the fields do not vanish abruptly from the surface of a bulk superconductor, rather,
they decay exponentially into the bulk. The penetration depth 4, is the characteristic
decay length of the magnetic field into a superconductor. It is obvious that when
A, — o0, the second term of the Meissner boundary condition approaches zero, (2a)
reduces to the boundary condition (°H,/°n)=0 for the conventional waveguide.
Therefore, the first term of (2a) is related to the properties of the WGCSW. Thus,
the Meissner boundary conditions are relevant to the two-fluid superconducting
model.

It is assumed that the general solution of the governing equation is
H,=(C, sin k,x+ C, sin k,x) cos k,y 3)

where C, and C, are unknown coefficients; both cannot be equal to zero at the same
time; k, and k, are the uknown wavenumbers along the x and y axes, respectively.
Substituting (3) into (24a) and (2 b) obtains two sets of equations for k, and k,:

k in k
k, sink,a— =Y ¢, [k, cos ka+ 222} ¢, =0 (4b)
AL A
L~k 4b
l]_ 2— ( )
and
k=0, m=0,1,2,3,.. )

For non-trivial solution conditions, the determinant of the coefficient matrix of (4 a) .

and (4 b) has to be equal to zero:

1
5 e
=0 6)
k i .
k, sin k,a—cos 4 —k, cos k,a—sm kea

AL A'L
Therefore, the one important dispersion relation in the transcendental equation is
obtained from the above determinant as ’

2.k,

tan kxa:(k_j,DT—_l

)

The non-integer roots of this equation describe the dispersion relations along the
x-axis as a function of London penetration depth and the dimensions of the
WGCSW. A graphical method is used for the solution, as shown in Fig. 2, from
which the cut-off features are obtained.
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Figure 2. Graphical method of solving (7} to obtain the cut-off features (p=1 is the

first root).
Substituting (4 a) into (3),
| .
H,=C, (cos k.x+.——sin k,x) cos k,y (8)
kA
or
H,=C,(k,A, cos k,x+sin k,x) cos k,y )

It is obvious from (9) that k, #0, otherwise the solution becomes trivial. It is worth
noting that owing to the non-integral nature, the mode indexes are determined by
solving (7), which is derived from the Meissner boundary conditions on the two
walls.

To avoid risk of confusion with the commonly used TE,,,, the superscripts pm
(the index p is related to the superconducting walls) are used to designate the modes’
in the WGCSW. In this case, the dominant mode is designated TE'® (p=1 does not
mean integer index along the x-axis, instead it is the first root of (7)). The above
formula, however, does cover conventional waveguides in which H_ occosk,xcosk,y
when i, — 0, as is evident from (8). There are no TE™ modes in the WGCSW, in
which property it is quite different from conventional waveguides. ‘

Substituting (3) into (1),

k=k +k? (10)

-9

Therefore, the cut-off wavelength 4. is obtained as

. 2nm "
/.c—k—c ( )
The numerical results of cut-off wavelengths for some TE®™ modes are listed in the
Table. These results demonstrate that the cut-off wavelength of the dominant mode
in the WGCSW (4!°x4-06 mm for a=2mm) is greater than that of TE, in a
conventional waveguide with the same dimensions by a factor of 1-013, and the
bandwidth is greater than an octave.
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2.2. Field components and surface current distributions

Field component expressions for the TE mode can be determined from the axial
magnetic field H, by means of the relations between the transverse and axial
components as follows.

From (9), let Bo=k A, and H,=C, for simplicity. Then the axial magnetic field
component H, becomes

H,=H(B, cos k,x +sin k,x) cos k,y (12)

where H, is an unknown coefficient depending on excitations, B, is a proportion-
ality parameter which varies for different modes and penetration depths. The wave
factor in the form of exp (jwt—yz) is assumed. The real part « of the propagation
constant y is the attenuation constant, the imaginary part 8 is the phase constant and
w is the angular frequency. Other field components can be expressed as

_IBk,

H,= % H(By sin k. x—cos k,x) cos k,y (13a)
Bk, . .
H,——P— Ho(Bg cos k,x+sin k,x) sin k,y (135)
E,:’“’,‘:"k’ Ho(Bo cos k,x+sin k.x) sin k,y (13¢)
g, =120k 4 B sin k k k
y=—¢z— Ho(Bo sin k,x—cos +X) cos k.y (134d)

where p, is the permeability of the material, assumed to be that of free space.
The wave impedance Z, of the WGCSW is defined as

Zy="i=—-2=_""%0 (14)

Cut-off wavelength (mm)

Modes a=1 a=2 a=4 a=8

TE?!® 2:05 20yt 406 (4-0) 8:07 (8:0) . 16-09 (16-0)
TE® 1-:02 (1-0) 2:04 (2:0) 4-07 (4:0) 8-:04 (8:0)
TE"! 0-90 (0-89) 1-79 (1-78) 3-58 (3-58) 716 (7-15)
TE?! 0-70 (0-70) 1-42 (1-41) 2:83 (2:82) 566 (5:65)
TE* 0-67 (0-48) ‘1-34 (0:97) 2:67 (1-94) 5-34 (3-88)
TE3! 0-56 (0-44) 1-11 (0-89) 2:22 (1-79) 4-44 (3-58)

tValues in parentheses are the corresponding cut-off wavelengths for the first six TE,, modes in
conventional waveguides.

Cut-off wavelengths for some TE”™ modes (4, =10~ "m, a=2b; for i, =10"2m there is little
difference in the values).
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The instantaneous field expressions for the dominant TE!® mode in the WGCSW
can be obtained as:

H_ = Hy(B, cos k.x+sin k,x) cos (wt— fz) (15a)

H —Ek—{—' H(Bg sin k. x —cos k. x) sin (wt— f2) (15%)
wpek,

E =—ny— i Hy(— By sin k x +cos k. x) sin (wt — Bz) (15¢)

where, f=2n/4, is the phase constant of the TE'® mode, and Ag is the waveguide
wavelength of the TE'° mode. There are three field components m the WGCSW, as
in conventional waveguides. Note that the superscript ‘10’ for the dominant mode is
omitted from here on unless otherwise stated.

From the above discussion, (15 c) demonstrates clearly that, due to B, being very
small, the space distribution of the electric field E, of the TE!® mode is proportional,
significantly, to cosk,x along the x-direction. This means that tangential electric
fields exist on the superconducting surfaces (x =0 and x=a) of the WGCSW. This
novel property is completely different from that of a perfectly conducting conven-
tional waveguide since, for H,#0 and for a finite surface impedance at microwave
and millimetre wavelengths, the tangential components of E on the superconducting
walls are finite. The space distribution along the y-direction is the same as for
conventional waveguides. For details of the field distributions see Fig. 3.

Equation (15 5) demonstrates that the space distribution of the magnetic field H,
is largely proportional to cos k,x, which means that normal magnetic fields exist on
the surfaces (x=0 and x=a) (see Fig. 3). The above results demonstrate that thé
magnetic field lines are not continuous in the WGCSW (Orlando and Delin 1991),
which is in agreement with the Meissner effect, but the magnetic flux density B is
continuous in and out of the WGCSW walls because B=pu,(H+M) (M is the
magnetization density in the walls and is not equal to zero). This also is a new
property in the WGCSW, which does not exist in conventional-waveguides.

.o

(@ ®)

Figure 3. (a) Distribution of the electric field E,; (b) distribution of the magnetic field H,,
for the TE'® mode.
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London’s equations and the two-fluid model are used to investigate the current
distribution on the surfaces (x=0 and x=a). The total conduction current density
consists of the superconducting current density J, and the normal electron density J,
based on the two-fluid model. This model assumes that the conducting electrons in
the WGCSW walls are divided into two categories. We use a different method to
describe their distribution. The surface superconducting current J,, due to super-
electrons is calculated based on the London relation and appropriate boundary
condition first. Then the normal surface current J,, due to normal electrons and the
losses is calculated using the approximate resistive boundary condition and the
perturbation approach.

The superconducting current J, in two isolated walls in which each wall is
considered as a simply-connected superconductor using a thin-film substrate is given
as

J=——4A4 (16)

1
A

This is London’s relation, where A =pu42, and 4 (in Tm) is the vector potential in
the WGCSW. Let the vector potential inside the air-filled hollow region in the
waveguide be A, (subscript a indicates the air-filled WGCSW). This satisfies the
following equations:

VkA,=B (17)

E_k’A,+VV A,
jopeto

(18)
where ¢, is the permittivity of the material.

Thus, the London relation guarantees that the vector potential is a ‘real field’
that is completely specified. Equation (18) is called Lorentz’s gauge, which gives rise
to the relation between the electric field E and the vector potential 4, in the air
region.

Before solving the current distribution problem, it is important to determine the
boundary condition at a boundary between the two media (here, the superconduct-
ing medium and air for walls x=0 and x =a; the perfect conductor and air for walls
y=0 and y=5). The boundary condition on the tangential components of fields (J,
and A,) for the simply-connected superconductor is

(2 )

1 .
Ju= _/_| Ay

(19)
where the subscript ‘at’ denotes the component tangential to the boundary in the air
or the applied field region; ‘st’ denotes the component of supercurrent density
tangential to the boundary in the HTS. Note that J, is the bulk current. Once A, is
known, the current density J,, and the surface supercurrent density J,,, are readily
calculated. The solution satisfying (17) and (18) is obtained from B as follows:
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A,,= Ay(By sin k,x +cos k,x) sin k,y (20a)
jA
A, = ;"" Ho(Bo cos k.x—sin k.x) sin k,y
_Hoky by (By cos k k
k o(Bo cos k. x +sin k.x) sin k,y (204)

jAok
A,,=J—§——’ (Bo sin k,x +cos k,x) cos k,y

l‘okx

+ T H (B, sin k x—cos k,x) cos k,y (20¢)

The surface supercurrent distributions on the isolated walls (x=0 and x=a) are
obtained from (19) as follows:

{(x=0 plane)
"ul='luyay+"n:az

A [ #oks Aok Aod
ALI:—%’_ Hycos k,y— 5 X cos k,y] a,——/:— sin k,ya, (2la)

(x=a plane)
"m="u7‘y+"u:az

Ay [Hok )A Ao
~Z|_ l:% H cos k,y ) ;ky cos k,y] a,+ TOA sin k,ya, (21b)

where J,,, and J,,, are the surface supercurrent magnitudes on the walls 'along the y-
and z-directions, respectively. Consider, here, that the superconducting current
decays exponentially in the walls, so the current is mainly carried by the supercon-
ductor surface adjacent to the air in the WGCSW. It is easy to,see that the surface
supercurrent and bulk current are very large because the, amphtude of J,, is
proportional to 1/4, (A= uA?), which is of the order of 107

All high-T, materials are type II superconductors. In the Meissner phase, it is
assumed that the critical field H,, ~7-7 to 385A m ™! (depending on temperature)
for a HTS sample of YBa,Cu,0, (88-2K, H; axis) (Wu and Sridhar 1990), so if
Hox13 to 660Am™!, then the theoretical values of supercurrent density are
estimated to be about 105-® A cm ™2 which is in excellent agreement with other data
(Burns 1992, Heinen et al. 1991, Miranda et al. 1991, Levenson et al. 1991). The
distributions of surface supercurrent and normal current on the x=0 and x=a
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planes of the WGCSW are shown in Fig. 4. (Note that the distributions of the real

and imaginary parts of the surface supercurrent of the WGCSW are the same.)
The surface normal current distribution at its boundaries can be obtained using

the approximate resistive boundary condition #x H=J, (Senior 1975) as given by

(on the y=0 plane)
an = anxax + anzaz

iBk
=Hy(B, cos k.x +sin k,x)a, -—J—'zz—" Ho(B, sin k,x—cos k. x)a, (22a)

(on the y =5 plane)
an =Jn, + anzaz
= —H cos k,b(B, cos k. x+sin k. x)a,

)8k
+J—i7‘ Hgq cos k,b(B, sin k. x ~cos k,x)a, . (22b)

(on the x=0 plane)

k
Jia=Jenyy+J, 0,8, = Ho B, cos k ya, —"i—z’ HB, sin k,ya, 22¢)
¢

(on the x=a plane)
Jln = Jlnyay + Jlnxaz
= —Ho(By, cos k.a+sin k,a) cos k,ya,

+J—i§! Ho(Bq cos k.a—sin k,a) sin k,ya, (224a)
where J,,,, and J,,, are the surface normal current magnitudes on the walls along the
y- and z-directions, respectively. It is easy to see that the distributions of the surface
normal currents on the walls x=0 and x=a are the same as those of the surface
supercurrents on the walls, which is the result of the two-fluid model. But the
distributions of current on the y=0 and y=a surfaces differ from conventional
waveguides due to different electromagnetic field distributions. The losses of the
WGCSW come from the surface normal current flowing through the small surface

’
»

-~
.

\\ T 08 107 ez OF 1070ne /

Juy or 1073,,

Jeay OF 10730,

(a) ()]

Figure 4. Distribution of surface supercurrent and surface normal current for the TE'®
mode on the walls (@) x=0, (§) x=a.




724 R. Yalamanchili et al.

impedance. It is predictable that the losses are small because B, is very small. The
distributions of surface current on the WGCSW planes y=0 and y=b are shown in
Fig. §.

2.3. Attenuation coefficient

The attenuation caused by two superconducting walls and two conventional
walls can be calculated by the perturbation technique as given approximately by

2
LY o,

/. R.(f
a1®%3-07x 1077 Az dBkm! (23)
(5]

where f, is the cut-off frequency of the TE!® mode, R, and R, are the surface
resistances of HTS and metal walls, respectively, and A is in millimetres. Note that
the attenuation is not only proportional to f2 because R,cf? (Romanofsky and
Bhasin 1992), but also proportional to A? (R,ocf ). The curve of attenuation
coefficient « versus frequency f is shown in Fig. 6 in which R,x~50x 10"2%/2Q,
R,~26x107¥2Q (Cu), and a=2b=2mm. As far as the attenuation is con-
cerned, it is greater than that of high-T, superconducting waveguides, but smaller
than that of conventional waveguides.

Losses in the WGCSW are generated from three sources: superconductor loss,
metal loss and dielectric loss. A typical superconducting waveguide used in micro-
wave and millimetre-wave circuits uses low-loss dielectrics or free space, so the
dominant loss mechanisms are the superconductor loss and metal loss.

The superconductor loss is caused by the current of normal electrons in the
superconducting walls based on the two-fluid model theory. The paired supercon-
ducting electrons are dissipationless because they cannot be scattered without
breaking pairs. The microwave surface resistance of superconducting films has been
found to be as low as a few microohms. These surface resistance values are lower,
than those for copper at the same temperature by a factor of several tens. Such &
surface resistance gives a small power loss. If the penctration depth 4, =3-6 x 10" m
for the case of conduction along the c-axis and the surface resistance is equal to
10-3mQ (60 K) at 14-567 GHz (How er al. 1992), the attenuation coefficient is found
to be about 0-9dBm™~! for R,x~30mQ. The metal loss is the same as for
conventional waveguides. ‘

Jurn

N

(@) ®)
Figure 5. Distribution of surface current for the TE'® mode on the walls (a) y=0, (b) y=b.
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\ a=ainizum at f=2.41f, for CWG
a=minimum at f=1.65f, for WGCSW

N\\\lg::__ ,/’/////,
WGCSW

Attenuation{+[{f./10GHz)*1%))(dB/ km)

Frequency (f/f,)

Figure 6. Attenuation due to wall losses versus frequency (4, = 10”7 m). CWG, conventional
waveguide; WGCSW, waveguide with two conventional and two superconducting
walls.

2.4. Phase velocity, group velocity and phase dispersion

Superconductors have a frequency-independent penetration depth in the tera-
hertz range, which determines ficld penetration into the material, rather than a
frequency-dependent skin depth as for normal conductors. This means that super-
conductors introduce practically no dispersion into a microwave circuit. Dispersion
in the WGCSW, if any, is due to the frequency dependence of the attenuation caused
by the two broad walls. Dispersion caused by the frequency dependence of the phase ,
velocity is almost the same as for conventional waveguides. The phase velocity vy
and the group velocity v, of the TE!? mode can be shown to be given by

w (4
L AR .
(7))

v,=‘;_-‘;=c(1-(%)’)”’ (25)

(24)

where c is the speed of light in free space.

_ Our work shows that the phase velocity (group velocity) of the WGCSW for the
dominant TE'® mode is smaller (greater) (by about 1-4%) than that of conventional

waveguides with the same dimensions and frequency because f, is smaller than that

for conventional waveguides. Therefore, the dispersion produced for the same

geometry is small. In summary, the signal distortion due to dispersion in the

WGCSW is reduced dramatically by two superconducting walls.
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2.5. Maximum transmitted power (dominant mode )
The maximum transmitted power in the WGCSW is given by

b 2
Paw= 1Bl [1-(£) " 8)

where 7, is the intrinsic impedance of the medium inside the waveguide, and the
mangitude of the electric field intensity |E,,,| is given from (15¢) as

Wig

'Emul = 'HOI k

27

<

In the Meissner phase, the maximum electric field intensity and power in the
WGCSW are smaller than that of conventional waveguides (29kVem™! and 11 kW)
because H, is very small. For example, they are about 60Vcem™! and 26 mW for
H,x=7TmAcm™!, and 3kVem™!, 64 W for H_,~3-85A cm™?, respectively. It is
clear from (26) and (27) that the transmitted power and maximum electric field are
dependent on the London penetration depth (k.oc1/4,). The larger the London
penetration depth, the larger is the transmitted power and maximum electric field. It
should be noted that the penetration depth also increases with temperature, which
means that more power is carried by the WGCSW.,

3. Conclusions

A theoretical analysis for a waveguide with two conventional and two supercon-
ducting walls has been presented. It is based on high-T, superconducting electro-
magnetic theory and Meissner boundary conditions. The important implications of
this paper are:

(a) the bandwidth of the WGCSW is greater than that of conventional metallic
waveguides with the same dimensions; s

(6) the tangential electric field and normal magnetic field of the TE!® mode are
finite on the inner surfaces of the walls (x=0 and x=a), which is in
agreement with Wang er al. (1994);

(¢) the magnetic field lines are not continuous in the WGCSW, which is the
result of Meissner effect;

(d) the surface supercurrents are very large and the surface normal currents are
very small, so the attenuation coefficient of the WGCSW is smaller than that
of conventional waveguides by about 102 to 10 times for different surface
resistance and penetration depth—the main loss mechanism is metal loss due
to the two broad walls;

(e) in the Meissner phase, the maximum electric field intensity and transmitted
power are smaller than those of conventional waveguides because the critical
field (H,,) is very small;

(f) dispersion is small compared with conventional waveguides;

(9) the wave impedance Z, of the WGCSW has the same expression as for
conventional waveguides.
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